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Client 
Hyundai L&C Co., Ltd.  

37, Buganggeumho-ro, Bugang-myeon, 
Sejong -si, South Korea  

Project No.  G104095937 
Sample Product Solid Surface Material 

Model Hanex Solid Surface Tiles 
Identification No. COL1909201338-001 through -006 
Date Received 9/30/2019 

Condition Good / New 
Production or Prototype Production 

Procedural Engineer Brian Easterling 
Reviewer Nicholas Unger 

Dates Tested 10/7/2019 – 10/29/2019 
Report Date 10/31/2019 

Standard ASTM G22 – 1996:  Standard Practice for Determining Resistance of Plastics to 
Bacteria (Procedure B) 

 
 
PHOTOS: 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Hanex Solid Surface Tiles Pre-Incubation              Hanex Solid Surface Tiles Post-Incubation 
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Report Parameters  

Organism 
Species: 

Pseudomonas aeruginosa 
ATCC 
No.: 

13338 

Incubation 
Period: 

10/8/2019 – 10/29/2019 

Sample: Hanex Solid Surface Tiles 
Average 
Growth 
Rating: 

No Growth 

 
Test Performed by:     Report Approved by: 

  
         Signature on file    Signature on file 

  

Brian Easterling      Nicholas Unger 

Chemical Technician I                            Reviewer 

Columbus Office      Columbus Office 
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